KCCC STANDART
BETFORM ST

OrNMNCAHUE

Macno ¢opmoBoYHOe ans 6eToHHbIx onanybok KCCC STANDART Betform ST -
HM3KOBA3Kas pPa3fenutesibHas Xuakoctb ana dopm u onanybku. MNMpegHasHaueHa
ANs CMa3blBaHUSA BEPTMKA/bHbIX W TOPU30HTaNbHbIX GOPM MpPU U3rOTOBAEHWM
Kene3obeToHHbIX U MeHODETOHHBIX U3JeNni, a TakKe CMa3blBaHWA onanybok npu
MOHOJ/IMTHOM AOMOCTPOEHUM
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OBJIACTb NNTPUMEHEHUNA rNMPENMYLLECTBA
Macna npegHa3HayeHbl ans obpaboTkm onanybkm npu ® bnarogaps cneyyanbHbIM npucagkam,
N3roTOBJEHNM OETOHHbIX, Xene3obeToHHbIX " yAyYlWaoLWMM  aAre3vto U JIMAKOCTb, Macao
NeHOBETOHHbIX W34enuiA, a Takxke MNpUu  MOHOAUTHOM OTIMYHO  yAep>XMBaeTcs Ha o0bpaboTaHHbIX
LOMOCTPOEHMUM o MOBEPXHOCTAX
HagexHo 3awmwiaer MeTananmyeckme 4actu
dbopMbl 1 onanybku OT KOPPO3UW, NPOANEBatOT
o X CpPOK cnyx6bl
MpeBOCXOAHbIE HU3KOTEMMEPATYpPHblE CBOMCTBA
obecneunBaroT BO3MOXHOCTb MPUMEHEHUS Mpwu
oTpuLaTeNbHbIX TeMMepaTypax
® He ocTaBaseT MacC/sHbIX nATeH Ha
NeHOBETOHHbIX 6a0oKax U >Xene306eTOHHbIX
n3pennsax

HanmeHoBaHMe nokasatens 3HaueHue* MeToa ncnbiTaHuA
MnotHoctb npm 20 °C, r/cm? 0,870 ASTM D4052
BsaskocTtb npu 40 °C, Mmm?/c 31,7 ASTM D445
VHaekc BA3KOCTH 107 ASTM D2270
Temnepatypa BCMbILLKW B OTKPbITOM Turae, °C 222 ASTM D92
Temnepatypa 3acTbiBaHus, °C -20 ASTM D92
Koppo3swus Ha megHo nnactnHe npu 100°C, 6annbl 1a ASTM D130

*3HaueHuUs npusedeHHbIX UIUKO-XUMUYeCKUX hokazamesell A8AAMCs MUnu4HeIMu 018 OGHHO20 NPOOYKMA U OMHOCAMCA K cnpago4Hol uHgopmayuu.
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